CerMet Application Instructions

CerMet Grease Application Instructions for bearings with grease lubrication

1. Clean the parts with solvent solution and remove existing grease from the parts to be treated. 

2. Mix CerMet with your regular grease in proportion of 1:9 (1 part of CerMet Grease per 9 parts of regular grease).

3. Apply the mixture to the parts and let it work under a light load for 15-30 minutes before going to your normal work load or full load.

4. Treatment is considered to be complete after 100 hrs of mechanism run time (approx. 1,750 miles). 

